
High Q Chip Multilayer Ceramic Capacitors for Automotive Powertrain/Safety Equipment & Automotive Infotainment/Comfort Equipment Reference Sheet

Ẍ Scope
This specification is applied to High Q Chip Multilayer Ceramic Capacitors.

This product is applied for Only Reflow Soldering.

1.Specific applications:

Automotive Powertrain/Safety Equipment: Products that can be used for automotive equipment related to running, turning, stopping, safety devices, etc., or equipment whose structure, equipment,

 and performance are legally required to meet technical standards for safety assurance or environmental protection.

Automotive Infotainment/Comfort Equipment: Products that can be used for automotive equipment such as car navigation systems and car audio systems that do not directly relate to human life and whose structure, equipment,

 and performance are not specifically required by law to meet technical standards for safety assurance or environmental protection.

Medial Equipment [GHTF A/B/C] except for Implant Equipment: Products suitable for use in medical devices designated under the GHTF international classifications as Class A or Class B

 (the functions of which are not directly involved in protection of human life or property) or in medical devices other than implants designated under the GHTF international classifications as Class C

 (the malfunctioning of which is considered to pose a comparatively high risk to the human body).

2.Unsuitable Application: Applications listed in ñLimitation of applicationsò in this specification.

  WE DISCLAIM ANY LOSS AND DAMAGES ARISING FROM OR IN CONNECTION WITH THE PRODUCTS INCLUDING BUT NOT LIMITED TO THE CASE SUCH LOSS AND DAMAGES CAUSED BY THE UNEXPECTED ACCIDENT, 

  IN EVENT THAT THE PRODUCT IS APPLIED FOR THE PURPOSE WHICH IS SPECIFIED ABOVE AS THE UNSUITABLE APPLICATION FOR THE PRODUCT.
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GCQ1555C1H2R7WB01_(1005M(0402), C0G(EIA), 2.7pF, DC 50V)
_:Package Reference Sheet

Product specifications in this catalog are as of Dec.3,2024, and are subject to change or obsolescence without notice.

Please consult the approval sheet before ordering. Please read rating and !Cautions first.

ṮReferenceṯPlease kindly use our website.

Please refer to the product information page for more information on ceramic capacitors. ẓ Ceramic capacitor product information

Various data can be obtained directly from the product search.  Product search (SMD)

 MURATA Part No. System

Series ᵒDimension ᵓDimension Temperature Rated Capacitance Capacitance Individual Package

   (L×W)    (T)    Characteristics    Voltage    Tolerance    Specification

Type & Dimension ן

Size CodeḲ 1005M(0402) (in mm)

 Rated Value

Individual Specification : This denotes Murata control code.

 Package

V ű330mm Reel PAPER Tape W8P1100000 pcs./Reel

W ű180mm Reel PAPER Tape W8P120000 pcs./Reel

J ű330mm Reel PAPER Tape W8P250000 pcs./Reel

Package Packaging Standard Packing Quantity

D ű180mm Reel PAPER Tape W8P210000 pcs./Reel

Mounting

Method
Temp. coeff. or Cap. Change Temp. Range Ref.Temp.

0+/-30 ppm/ϴ 25 to 125ϴ 25ϴ DC 50V 2.7pF +/-0.05pF -55 to 125ϴ Reflow

ᵔTemperature Characteristics  [5C]

(Public STD Code [C0G(EIA)]) Rated

Voltage Capacitance
Capacitance

Tolerance

Operating Temp. Range

g

1.0+/-0.05 0.5+/-0.05 0.5+/-0.05 0.15 to 0.35 0.3 min.

image:Dimension

 L  W  T e

1H 2R7 W B01 D(Ex.) GCQ 15 5 5C
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Ẍ Specifications and Test Methods

1

2

3

4

5

Post-treatment Non treatment:Let sit for 24+/-2hours at room temperature, then measure.

Apply the 24h treatment shown below, 10 consecutive times.

Temperature and Humidity cycle

Destructive Physical

Analysis

Appearance No defects or abnormalities. Per EIA-469

Moisture Resistance Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Change Within +/-0.1pF Test Temperature +25ϴ to +65ϴ

Q or D.F. Q֕200+10C C:Nominal Capacitance(pF) Test Humidity 80%RH to 98%RH

I.R.(Room Temp.) Within the specified initial value. Test Time

Post-treatment Non treatment:Let sit for 24+/-2hours at room temperature, then measure.

Temperature Cycling Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Change Within +/-0.1pF Cycles 1000cycles

Q or D.F. Within the specified initial value. Temperature Cycling

I.R.(Room Temp.) Within the specified initial value.

High Temperature

Exposure (Storage)

Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Change Within +/-0.1pF Test Temperature 150+/-3ϴ

Q or D.F. Q֕200+10C C:Nominal Capacitance(pF) Test Time 1000+/-12h

I.R.(Room Temp.) Within the specified initial value. Post-treatment Non treatment:Let sit for 24+/-2hours at room temperature, then measure.

No Item Specification Test Method Compliant Standard:AEC-Q200

Pre-and Post-Stress

Electrical Test

- -
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Ẍ Specifications and Test Methods

No Item Specification Test Method Compliant Standard:AEC-Q200

6

7

8

9

10

11

12

13

14

Post-treatment Non treatment:Let sit for 24+/-2hours at room temperature, then measure.

ESD Appearance No defects or abnormalities. Per AEC-Q200-002

Capacitance Within the specified initial value.

Q or D.F. Within the specified initial value.

I.R.(Room Temp.) Within the specified initial value.

 (total of 36 times).

Resistance to Soldering

Heat

Appearance No defects or abnormalities. Test Method Solder bath method
Capacitance or Capacitance Change Capacitance:Within the specified initial value. Kind of Solder Sn-3.0Ag-0.5Cu(Lead Free Solder)

Q or D.F. Within the specified initial value. Test Temperature 260+/-5ϴ

I.R.(Room Temp.) Within the specified initial value. Test Time 10+/-1s

Vibration Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Within the specified initial value. Kind of Vibration A 10Hz to 2000Hz to 10Hz

Q or D.F. Within the specified initial value. Vibration Time 20min

I.R.(Room Temp.) Within the specified initial value. Total amplitude 1.5mm

Vibration directions and time This motion should be applied for 12 times in each 3 mutually perpendicular directions

Shocks directions and times Three shocks in each direction should be applied along 3

mutually perpendicular axes of the test specimen (18 shocks).

Mechanical Shock Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Within the specified initial value. Waveform Half-sine

Q or D.F. Within the specified initial value. Peak value 1500g

I.R.(Room Temp.) Within the specified initial value. Holding Time 0.5ms

Velocity change 4.7m/s

Dimension Shown in Dimension. Using Measuring instrument of dimension.

Resistance to Solvents Appearance No defects or abnormalities. Per MIL-STD-202 Method 215

Capacitance Within the specified initial value.

Q or D.F. Within the specified initial value.

I.R.(Room Temp.) Within the specified initial value.

Appearance No defects or abnormalities. Visual inspection

200% of the rated voltage

Charge/discharge current 50mA max.

Post-treatment Non treatment:Let sit for 24+/-2hours at room temperature, then measure.

Post-treatment Non treatment:Let sit for 24+/-2hours at room temperature, then measure.

Operational Life Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Change Within +/-0.3pF Test Temperature Maximum Operating Temperature +/-3ϴ 

Q or D.F. Q֕200+10C C:Nominal Capacitance(pF) Test Time 1000+/-12h

I.R.(Room Temp.) More than 1000Mɋ Test Voltage

1000+/-12h

Test Voltage The rated voltage and 1.3+0.2/-0Vdc (add 6.8kɋ resister)

Charge/discharge current 50mA max.

Biased Humidity Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Change Within +/-0.3pF Test Temperature 85+/-3ϴ

Q or D.F. Q֕100+10C/3 C:Nominal Capacitance(pF) Test Humidity 80%RH to 85%RH

I.R.(Room Temp.) More than 500Mɋ Test Time
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Ẍ Specifications and Test Methods

No Item Specification Test Method Compliant Standard:AEC-Q200

15

16

17

18

19

20

21

22

23 Beam Load Test Destruction Value: More than 8N Speed supplied the Stress Load 0.5mm/s

Placement diagram

Terminal Strength Appearance No defects or abnormalities. Mounting method Solder the capacitor on the test substrate

Capacitance Within the specified initial value. Applied Force 2N

Q or D.F. Within the specified initial value. Holding Time 60s

I.R.(Room Temp.) Within the specified initial value.

Board Flex Appearance No defects or abnormalities. Mounting method Reflow solder the capacitor on the test substrate

Capacitance Change Within +/-0.5pF Pressurization Method Shown in Fig.2

Q or D.F. Within the specified initial value. Flexure 2mm

I.R.(Room Temp.) Within the specified initial value. Holding Time 60s

Voltage proof No defects or abnormalities. Test Voltage 250% of the rated voltage

Applied Time 1s to 5s

Charge/discharge current 50mA max.

Insulation

Resistance(I.R.)

(High Temperature)

More than 1000Mɋ Measurement Temperature 125ϴ

Measurement Voltage Rated Voltage

Charging Time 1min

Charge/discharge current 50mA max.

Insulation

Resistance(I.R.)

(Room Temperature)

More than 10000Mɋ Measurement Temperature 25ϴ

Measurement Voltage Rated Voltage

Charging Time 1min

Charge/discharge current 50mA max.

Q or Dissipation Factor

(D.F.)

Q֕400+20C C:Nominal Capacitance(pF) Measurement Temperature 25ϴ

Measurement Frequency 1.0+/-0.1MHz

Measurement Voltage 0.5 to 5.0Vrms

Immersion and emersion rate 25+/-5mm/s

Capacitance Shown in Rated value. Measurement Temperature 25ϴ

Measurement Frequency 1.0+/-0.1MHz

Measurement Voltage 0.5 to 5.0Vrms

Solderability (a) 95% of the terminations is to be soldered evenly and continuously. Pre-treatment Perform a heat treatment at 155°C for 4hours.

Flux Solution of rosin ethanol 25(mass)%

Kind of Solder Sn-3.0Ag-0.5Cu(Lead Free Solder)

Solder Temperature Sn-3.0Ag-0.5Cu solder solution at 245+/-5ϴ

Immersion time 5+0/-0.5s
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Ẍ Specifications and Test Methods

No Item Specification Test Method Compliant Standard:AEC-Q200

24 Temperature

Characteristics of

Capacitance

No bias Nominal values of the temperature coefficientis is The capacitance change should be measured after 5 min at each specified temp. stage. 

shown in Rated value. But, the Capacitance Change Capacitance value as a reference is the value in "*" marked step.

under Reference Temperature is shown inTable A. Capacitance Drift The capacitance drift is calculated by dividing the differences between the maximum and minimum 

Capacitance Drift: Within +/-0.2% or +/-0.05pF measured values in the step 1,3 and 5 by the cap. value in step 3.

 (Whichever is larger.) Temperature Step
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Table A Capacitance Change between at Reference Temp. and at each Temp. (%)

Board Flex Except for Board Flex
Test substrate Test substrate

    Material Glass epoxy PCB     Material Glass epoxy PCB

    Thickness 0.8mm     Thickness 0.8mm

Land Dimensionה Land Dimensionה

Pressurization Method

0.4 1.5 0.5GCQ15 0.5 1.5 0.6 GCQ15

Type
Dimension(mm)

a b c a b c

0.25 -0.11

Type
Dimension(mm)

5C 0.58 -0.24 0.4 -0.17

Char.
-55ϴ -30ϴ -10ϴ

Max. Min. Max. Min. Max. Min.
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Ẍ PackageṕTape Carrier PackagingṖ

1. Minimum Quantity(pcs./reel)

5

 

2. Dimensions of Tape (in mm)

(1)GCQ15(W8P2 CODE D/J) 

5

(2)GCQ15(W8P1 CODE V/W) 

5

H J K
L W T

GCQ15 1.0+/-0.05 0.5+/-0.05 0.5+/-0.05 0.65(Typ.) 1.15(Typ.) 8.0+/-0.3 3.5+/-0.05 1.75+/-0.1 1.0+/-0.05 1.0+/-0.05 4.0+/-0.1 ű1.5+0.1/-00.8 max.

Type
Dimensions(Chip)

A B C D E F G

G H J K M
L W T

GCQ15 1.0+/-0.05 0.5+/-0.05 0.5+/-0.05 0.65(Typ.) 1.15(Typ.) 8.0+/-0.3 3.5+/-0.05 1.75+/-0.1 2.0+/-0.05 2.0+/-0.05 4.0+/-0.1 ű1.5+0.1/-00.8 max. 0.05 max.

GCQ15 10000 20000 50000 100000

Type
Dimensions(Chip)

A B C D E F

Type

ű180mm Reel(W8P2)ű180mm Reel(W8P1)ű330mm Reel(W8P2)ű330mm Reel(W8P1)

PAPER Tape PAPER Tape PAPER Tape PAPER Tape

CODE D CODE W CODE J CODE V

GCQ1555C1H2R7WB01-01A



Ẍ PackageṕTape Carrier PackagingṖ

3. Dimensions of Reel (in mm)

ű330mm Reel ű330+/-2.0ű50 min. ű13+/-0.2ű21+/-0.8 2.0+/-0.5 14.4 max. 8.4+1.5

Reel A B C D E W W1

ű180mm Reel ű180+0/-3.0ű50 min. ű13+/-0.2ű21+/-0.8 2.0+/-0.5 14.4 max. 8.4+1.5
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Ẍ PackageṕTape Carrier PackagingṖ

4. Part of the leader and part of the vacant section are attached as follows.

The sprocket holes are to the right as the tape is pulled toward the user.

5. Accumulate tolerance of sprocket holes pitch = +/-0.3mm/10 pitch

6. Chip in the tape is enclosed by top tape and bottom tape as shown in 2.Dimensions of Tape.

7. The top tape and carrier tape are not attached at the end of the tape for a minimum of 5 pitches.

8. There are no jointing for top tape and bottom tape.

9. There are no fuzz in the cavity.

10. Break down force of top tape : 5N min.

Break down force of bottom tape : 5N min. (Only a bottom tape existence )

11. Reel is made by resin and appeaser and dimension is shown in 3.Dimensions of Reel.

There are possibly to change the material and dimension due to some impairment.

12. Peeling off force : 0.1N to 0.7N in the direction as shown below.

Speed of Peeling off : 300 mm / min

13. Label that show the customer parts number, our parts number, our company name, inspection

number and quantity, will be put in outside of reel.
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ẌLimitation of Applications

The products listed in the Specification(hereinafter the product(s) is called as the ñProduct(s)ò) are designed and manufactured for applications specified in the Specification. (hereinafter called as the ñSpecific Applicationò).

We shall not warrant anything in connection with the Products including fitness, performance, adequateness, safety, or quality, in the case of applications listed in from (1) to (11) written at the end of this precautions, which

may generally require high performance, function, quality, management of production or safety. Therefore, the Product shall be applied in compliance with the specific application.

WE DISCLAIM ANY LOSS AND DAMAGES ARISING FROM OR IN CONNECTION WITH THE PRODUCTS INCLUDING BUT NOT LIMITED TO THE CASE SUCH LOSS AND DAMAGES CAUSED BY THE UNEXPECTED ACCIDENT,

IN EVENT THAT (i) THE PRODUCT IS APPLIED FOR THE PURPOSE WHICH IS NOT SPECIFIED AS THE SPECIFIC APPLICATION FOR THE PRODUCT, AND/OR (ii) THE PRODUCT IS APPLIED FOR ANY FOLLOWING

APPLICATION PURPOSES FROM (1) TO (11)  (EXCEPT THAT SUCH APPLICATION PURPOSE IS UNAMBIGUOUSLY SPECIFIED AS SPECIFIC APPLICATION FOR THE PRODUCT IN THE SPECIFICATION*).

(1)Aircraft equipment  (2)Aerospace equipment⁷(3)Undersea equipment  (4)Power plant control equipment  (5)Medical equipment  (6)Transportation equipment  (7)Traffic control equipment  (8)Disaster prevention/security equipment 

(9)Industrial data-processing equipment  (10)Combustion/explosion control equipment  (11)Equipment with complexity and/or required reliability equivalent to the applications listed in the above.

For exploring information of the Products which will be compatible with the particular purpose other than those specified in the Specification, please contact our sales offices, distribution agents, or trading companies with which you

make a deal, or via our web contact form. Contact form: https://www.murata.com/contactform

*We may design and manufacture particular Products for applications listed in (1) to (11). Provided that, in such case we shall unambiguously specify such Specific Application in the Specification without any exception.

Therefore, any other documents and/or performances, whether exist or non-exist, shall not be deemed as the evidence to imply that we accept the applications listed in (1) to (11).  

ẌStorage and Operation condition

1. The performance of chip multilayer ceramic capacitors (henceforth just "capacitors") may be affected by the storage conditions. Please use them promptly after delivery.

1-1. Please maintain an appropriate storage condition for capacitors using the following conditions.

ӸA temperature is +5ṹ to +40ṹ and a relative humidity is 20% to 70% as a standard condition.

ӸThe temperature recommendation is less than 30ṹ.
 High temperature and humidity conditions and/or prolonged storage may cause deterioration of the packaging materials. If more than six months have elapsed since delivery, check packaging, mounting, etc. before use.

 In addition, this may cause oxidation of the electrodes. If more than one year has elapsed since delivery, also check the solderability before use.

1-2. Corrosive gas can react with the termination (external) electrodes or lead wires of capacitors, and result in poor solderability.

 Do not store the capacitors in an atmosphere consisting of corrosive gas (e.g.,hydrogen sulfide, sulfur dioxide, chlorine, ammonia gas etc.).

1-3. Due to moisture condensation caused by rapid humidity changes, or the photochemical change caused by direct sunlight on the terminal electrodes, the solderability and electrical performance may deteriorate.

 Do not store capacitors under direct sunlight or in high humidity conditions.

            Caution
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ẌRating

1. Temperature Dependent Characteristics

1. The electrical characteristics of the capacitor can change with temperature.

1-1. For capacitors having larger temperature dependency, the capacitance may change with temperature changes. The following actions are recommended in order to ensure suitable capacitance values.

 (1) Select a suitable capacitance for the operating temperature range.

 (2) The capacitance may change within the rated temperature. When you use a high dielectric constant type capacitor in a circuit that needs a tight (narrow) capacitance tolerance (e.g., a time-constant circuit),

please carefully consider the temperature characteristics, and carefully confirm the various characteristics in actual use conditions and the actual system.

 

2. Measurement of Capacitance

1. Measure capacitance with the voltage and frequency specified in the product specifications.

1-1. The output voltage of the measuring equipment may decrease occasionally when capacitance is high. Please confirm whether a prescribed measured voltage is impressed to the capacitor.

1-2. The capacitance values of high dielectric constant type capacitors change depending on the AC voltage applied. Please consider the AC voltage characteristics when selecting a capacitor to be used in a AC circuit.

3. Applied Voltage

1. Do not apply a voltage to the capacitor that exceeds the rated voltage as called out in the specifications.

1-1. Applied voltage between the terminals of a capacitor shall be less than or equal to the rated voltage.

 (1) When AC voltage is superimposed on DC voltage, the zero-to-peak voltage shall not exceed the rated DC voltage. When AC voltage or pulse voltage is applied, the peak-to-peak voltage shall not exceed the rated DC voltage.

 (2) Abnormal voltages (surge voltage, static electricity, pulse voltage, etc.) shall not exceed the rated DC voltage.

(E Maximum possible applied voltage.)

1-2. Influence of over voltage

 Over voltage that is applied to the capacitor may result in an electrical short circuit caused by the breakdown of the internal dielectric layers. The time duration until breakdown depends on the applied voltage and the ambient temperature.

DC Voltage DC Voltage+AC AC Voltage Pulse Voltage

[ Example of Temperature Caracteristics X7R(R7) ] [ Example of Temperature Characteristics X5R(R6) ]

Sample: 0.1ɛF, Rated Voltage 50VDCSample: 22ɛF, Rated Voltage 4VDC

Typical Voltage Applied to the DC capacitor

GCQ1555C1H2R7WB01-01A 12



4. Type of Applied Voltage and Self-heating Temperature

1. Confirm the operating conditions to make sure that no large current is flowing into the capacitor due to the continuous application of an AC voltage or pulse voltage.

  When a DC rated voltage product is used in an AC voltage circuit or a pulse voltage circuit, the AC current or pulse

  current will flow into the capacitor; therefore check the self-heating condition.

  Please confirm the surface temperature of the capacitor so that the temperature remains within the upper limits

  of the operating temperature, including the rise in temperature due to self-heating.

  When the capacitor is used with a high-frequency voltage or pulse voltage, heat may be generated  by dielectric loss.

< Applicable to Rated Voltage of less than 100VDC >

The load should be contained so that the self-heating of the capacitor body remains below 20°C, when measuring at an ambient temperature of 25°C.

 

5. DC Voltage and AC Voltage Characteristic

1. The capacitance value of a high dielectric constant type capacitor changes depending on the DC voltage applied.

  Please consider the DC voltage characteristics when a capacitor is selected for use in a DC circuit.

1-1. The capacitance of ceramic capacitors may change sharply depending on the applied voltage. (See figure)

 Please confirm the following in order to secure the capacitance.

 

 (1) Determine whether the capacitance change caused by the applied voltage is within the allowed range.

 (2) In the DC voltage characteristics, the rate of capacitance change becomes larger as voltage increases, even if the applied voltage is below the rated voltage.

When a high dielectric constant type capacitor is used in a circuit that requires a tight (narrow) capacitance tolerance (e.g., a time constant circuit),

please carefully consider the voltage characteristics, and confirm the various characteristics in the actual operating conditions of the system.

 

2. The capacitance values of high dielectric constant type capacitors changes depending on the AC voltage applied.

  Please consider the AC voltage characteristics when selecting a capacitor to be used in a AC circuit.
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